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Understanding the Value of RAP
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Reasons for Using RAP
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Industry Survey on RAP
(2014)
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Ag Current CDOT

RAP Procedures & Specifications
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Awg CP-52 Contractor Asphalt Mix

Design Approval Procedures




Ag CP-52 Contractor Asphalt Mix

Design Approval Procedures



Aé CP-L 5145 Contractor Asphalt Mix

Design Approval Procedures Utilizing
RAP Millings from the Same Project



éé CP-L 5145 Contractor Asphalt Mix

Design Approval Procedures Utilizing
RAP Millings from the Same Project
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Aé CP-L 5145 Contractor Asphalt Mix

Design Approval Procedures Utilizing
RAP Millings from the Same Project



&5 Project Special Provision

Revision of 202
Reclaimed Asphalt Pavement Millings
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Aé Revision of Sections 304 and 703

Aggregate Base Course (RAP)
(10/31/2013)
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1999 Standard
Specification for Road
and Bridge Construction
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2005 Standard
Specification for Road
and Bridge Construction



A@ Project Special Provision 401 — Hot

’ Mix Asphalt (10/19/2006)



Project Special Provision 401
(02/03/2011)



&5 Standard Special Provision 401

Reclaimed Asphalt Pavement
(05/02/2013)



Aé Standard Special Provision 401 —

Reclaimed Asphalt Pavement
(05/02/2013)
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CDOT RAP Facts:
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RAP Usage at CDOT
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Questions?

Michael Stanford, PE

Colorado Department of Transportation
Asphalt Program Manager

Michael.Stanford@state.co.us
303-398-6576




